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NOTE: 1. SHRINKING IS NORMAL STATUS.

NEAEEERL.

2.MADE OF EQUIVALENT MATERIAL.

BITRAREHE.

3. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
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KANG YANG HARDWARE ENTERPRISE CG., LTD.
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KANG YANG PLASTIC(DONG GUAN)CO,,LTD.

IS0 8009
ISG 14001
QcC 080000
IATF 16949
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KANG CHE COMPUTER COMPONENTS(WUJIANG)CO,,LTD.

PROPRIETARY AND CONFIDENTIAL | PATE TILE DWG. NO. PART NO.
R o ey CARD OUDE
OF KANG YANG HARDWARE DRAWN MATERIAL CGLN-9VB CGLN-9VB
%\g&%ﬁggﬁﬁgﬁggﬁ\zkﬁ%%NASA CHECKEDTerry COLOR NYLON 66 UL94V_O
T FINISH

RNy ANGHARDWARE ENTERPRISE AR BLACK fgf SPEC DWG REV A
CO. IS PROHIBITED. [AFPROVED 7 7 | UNLESS OTHERWISE SPECIFIED * °

DO NOT SCALE DRAWING %AM& TOLERANCE: SEE ABOVE SCALE: 1:1 IUN" mm I SHEET 1 OF 1

\

U



