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ZHEAT SHRINKAGE TUBE

POLYOLEFIN(UL)

NOTE:1. THE MEASURED VALUE DOESN' T INCLUDED PVC TUBE.
A EEF &APVCE.

2. IT IS NORMAL IF THERE IS OXIDATION ON THE CROSS-SECTION AND DIFFERENT COLOR
BETWEEN CROSS-SECTION AND SURFACE.
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3. TRIMMED BY HAND,

A FIEW, & EEETFE.
4, WITH RED PHOSPHORUS.
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KANG YANG HARBWARE ENTERPRISE CG,, LTD.
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KANG YANG PLASTIC{DONG GUAN)CO.,LTD.
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KANG CHE COMPUTER COMPONENTS{WUMIANG)CO.,LTD.

IS0 900
ISC 14001
QC 080000
IATF 16849
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IT MIGHT NOT BE SMOOTH.
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KANG YANG HARDWARE ENTERPRISE f’w’fwﬂ BLACK
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