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PART NO. | COLOR
MIS-7 NATURAL
MIS-7(B) BLACK

NOTE:1. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
EHBEMRRARE, FRMARLARR S,
2. SHRINKING IS NORMAL STATUS.
RELHEFRLR.
3.MADE OF EQUIVALENT MATERIAL.
WTHERRIEHME.

10

84— \IOUNTING HOLES 22
THICKNESS 0.6~0.8mm

BEAG & E B AT H A E
KANG YANG HARDWARE ENTERPRISE CO., LTD.
Bi; BB B (R ) H MR 3

SO 90 KANG YANG PLASTIC(DONG GUAN)CO,,LTD,
SO e BY TR EAF(FEL)A R E)

IATF 16949 KANG CHE COMPUTER COMPONENTS(WUJIANG)CO.,LTD.

PROPRIETARY AND CONFIDENTIAL  |PATE TITLE DWG. NO. PART NO.
O A e s ISR
S oA | T P MIS-7 SEE ABOVE
REPRODUCTION IN PART OR AS A ceya NYLON 66 UL?4V-2
WHOLE WITHQUT THE WRITTEN CHECKED COLOR FINISH

R T ANG HARDWARE ENTERPRISE 2#%] | SEE ABOVE | 12: SPEC DWG REVD

CO. IS PROHIBITED.

[APPROVED L:_JNLESS OTHERWISE SPECIFIED
DO NOT SCALE DRAWING m OURANCE SEE ABOVE SCALE: 221 [™  mm | SHEET1OF1




