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NOTE:1. THE COLOR BATCH TEST REPORT IS ONLY FOR TEST PURPOSE.
EEBARMRBRE, FRMERBARRE,
2. SHRINKING IS NORMAL STATUS.
NEBEFRLR.
3. MADE OF EQUIVALENT MATERIAL.
THERAREME.
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KANG YANG HARDWARE ENTERPRISE CO., LTD.
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150 9001 KANG YANG PLASTIC{DONG GUAN)CO.LTD ,
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IATF 16949 KANG CHE COMPUTER COMPONENTS{WUJIANG)CO.LTD.

PROPRIETARY AND CONFIDENTIAL | DATE TITLE DWG. NO. PART NO.
THE INFORMATON CONTAINED IN. 2019.05.23 GROMMET
OE ARG YANG HARDWARE DRAWN MATERIAL TGM-167 TGM-167G (B)
ENTERPRISE CO. ANY FORSEN TPE ,
55553?:? \E\JI%E(O)'J#HEAV%%REQS A CHECKED COLOR HARDNESS SIZE REV
KANG YANG HARDWARE ENTERPRISE W\%‘dﬁ(ﬂ[ BLACK I 45°+10° Ad SPEC . DWG . A
CO. IS PROHIBITED. RFPROVED o | UNLESS OTRERWISE SPECIFIED ,
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