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NOTE: 1. SHRINKING IS NORMAL STATUS.
N AEERE.

2.MADE OF EQUIVALENT MATERIAL.

BETEAREME.
3. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
EBREAMBIME, FRERBARRE,
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PROPRIETARY AND CONFIDENTIAL

THE INFORMATION CONTAINED IN
THIS DRAWING [S THE SOLE PROPERTY
OF KANG YANG HARDWARE
ENTERPRISE CO. ANY
REPRODUCTION IN PART OR AS A
WHOLE WITHOUT THE WRITTEN
PERMISSION OF

KANG YANG HARDWARE ENTERPRISE
CO. IS PROHIBITED.
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DATE TITLE DWG. NO. PART NO.
2020.03.05 RJ-45 COVER

DRAWN MATERIAL - - - -

EORSEN NYLON 46 UL94V-0 PJD-45-2NVOB PJD-45-2NV0OB
CHECKED PR COLOR FINISH SIZE . REV

e BLACK Ad SPEC DWG B
APPROVED / UNLESS OTHERWISE SPECIFIED
TOLERANCE: SEE ABOVE SCALE: 2:1 |UNIT mm | SHEET 1 OF 1
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