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MOUNTING HOLE
(RECOMMEND FOR REFERENCE ONLY)

NOTE:1. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
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2. SHRINKING IS NORMAL STATUS.
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3. MADE OF EQUIVALENT MATERIAL.
MR R EME.
B ERATH RS BHERAE(HZE)ARAF
KANG YANG HARDWARE ENTERPRISE CO., LTD. Uit fa nene ardawad (nouaud) S1in
BEEEB(RE)E RN KANG YANG HARDWARE (THAILAND) CO., LTD.
S0 9001  KANG YANG PLASTIC(DONG GUAN)CO.,LTD, B A A TR 3]
o0 bt B ERGECAF (R ) A PR E) CONG TY TNHH KANG YANG VIET NAM
JATF 16949  KANG CHE COMPUTER COMPONENTS(WUJIANG)GO.,LTD. KANG YANG VIETNAM CO., LTD.
PROPRIETARY AND CONFIDENTIAL | PATE TILE DWG. NO. PART NO.
R S e LU AANDIE
OF KANG YANG HARDWARE DRAWN MATERIAL HAND-110 HAND-110VB
R ROBUCION (N PART OR AS A LK. NYLON 66 UL94V-0

WHOLE WITHOUT THE WRITTEN
PERMISSION OF

KANG YANG HARDWARE ENTERPRISE
CO. IS PROHIBITED.
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