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THICKNESS: 3.1~3.8mm
(RECOMMEND FOR REFERENCE ONLY)

NOTE:1. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
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2. SLIGHT DEFORMED IS NORMAL STATUS.
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3. MADE OF PLASTIC OR EQUIVALENT MATERIALS.
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Limited flexibility
extending area.
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KANG YANG HARDWARE ENTERPRISE CO,, LTD.
g R (R %) A R4 3)

KANG YANG PLASTIC{DONG GUAN)CO.,LTD,
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KANG CHE COMPUTER COMPONENTS(WUJIANG)CO.,LTD.
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KANG YANG HARDWARE (THAILAND) CO., LTD.
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CONG TY TNHH KANG YANG VIET NAM

KANG YANG VIETNAM CO., LTD.

PROPRIETARY AND CONFIDENTIAL

THE INFORMATION CONTAINED IN
THIS DRAWING IS THE SOLE PROPERTY
OF KANG YANG HARDWARE
ENTERPRISE CO. ANY
REPRODUCTION IN PART OR AS A
WHOLE WITHOUT THE WRITTEN
PERMISSION OF

KANG YANG HARDWARE ENTERPRISE
CO. 1S PROHIBITED.
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SWP / NICKLE PLATED

DATE TITLE DWG. NO. PART NO.
2026.02.06 M.2 SPACER
DRAWN LATCH BASE MATERIAL / COLOR _ -
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CHECKED .-~y | LATCH COVER MATERIAL 7 COLOR
2§ INYLON 66(PAGS) UL9AV-0+GF / GRAY 12: SPEC. DWG. REV A
LATCH SPRING MATERIAL / FINISH
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